All design and installation with Porotherm should be in
accordance with British and European Standards, Codes of
Practice, Building regulations and ancillary component
manufacturers' guidance.

Porotherm Wall solutions to meet the insulation requirements of Document Part L of the Building regulations.

Thermal Performance

The ‘secret’ of the thermal insulation of POROTHERM clay blocks is the air trapped in the many small pores. When the added recycled materials e.g. sawdust, burn away (without
reside), countess tiny holes are formed. These innumerable, interconnected pores and the carefully designed web and shell geometry intelligently reduce the flow of heat and thereby
heat losses through exterior walls. Lambda values therefore vary according to the fired properties of the clay used in manufacture, density, recycled content and web geometry.
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Monolithic T9 with
Render (mm)

External Render (20)
Porotherm T9 (425)
Eco Parge (2)

Dot/Dab Adhesive (10)
Plasterboard (12.5)
Plaster skim (3)

Total wall width 472.5mm

Monolithic T8 with
Render (mm)

External Render (20)
Porotherm T8 (425)
Eco Parge (2)

Dot/Dab Adhesive (10)
Plasterboard (12.5)
Plaster skim (3)

Total wall width 472.5mm
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Plasterboard on 10mm dabs
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Eco Parge tile

Monolithic u-value solutions
425mm Monolithic

Monolithic 425 block (T8 or T9)
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